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BEILAI wm»_mE.mm.ﬁmxmwmb = Pz 5 Jii & 1F B -+ ADD: No.88, Jinshanlu, Xinan Industrial Park QianQiao
% Wuxi Beilai Tube Co., LTD Town, Huishan District Wuxi City, Jiangsu PRC
NO. :BL/QR16-54 INSPECTION CERTIFICATE TEL: (0510)83212741  FAX: (0510) 83200935 ,
& g L s WATHRHE . HiliE ik : JREE PR
Wmnn&ﬁ Frodcts THENE Product Standard GB/T9808-2008 Making Process Wi Inspection Certificate No. BL2410163
BB Y VAT j BRETE | prorr) ZHRA :
Orderer w_wﬁm%mﬁm&%wmwmumb = License No. HHT T Heat Treatment HEKABEIK Delivery Condition TR
F $4% (mm) fpr g e me/mg | ¥ mew X2 4 Chemical Composition (%)
8 Size Heat No. Lot No. Grade Bundle Piece Weight € Si Mn P S Cr Ni Cu Mo V Al Ti B
1 | 115%6. 25%6100 24800102 B2405641-01 | 30CrMo-T 2 27 2870 0.2910.24] 0.52 0.011 | 0.002 |1 0.98 ] 0.02 ] 0.03 | 0.16 | 0.0064 0.0052] 0. 0004
2 | 115%6. 256%6100 23712791 B2402386-01 | 30CrMo-T 8 153 16315 | 0.28 | 0.22 | 0.52 0.014 | 0.003 | 0.97 1 0.02 | 0.02 | 0.16 | 0.0070 0.0030] 0. 0004
3 | 115%6. 25%6100 23712791 B2402386-02 | 30CrMo-T 9 144 15380 | 0.28 | 0.22 | 0.52 0.014 | 0.003 | 0.97 | 0.02 ] 0.02 | 0.16 | 0.0070 0.0030] 0. 0004
4
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F F32%M:8E Mechanical Properties T Z1EE Technology Properties B
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F|RPM-HE (FIEHE 20m) I wh sz | ARRLEE &HH Depth of
st kY ah &EW_HQW%%E%. . Impact — vo | e | =m wﬂﬁgﬁ% AR hLf onMuﬁozoAaEv
(Strip Specimen 20mm) Test . (Longitudinal) (J) b Corrodion
2 |HirimerRy wpa| mmsmr0. 2 wa| FEMHFEAL phiati REERT | BB . : : o L Lo s | A
| A Flaring| Flattening | Bending : Metallographic
| Tensile Strength | Yield Strength |Elongation Impact Value Size (mm) Temp. HRC g/m’ Xh Size Inner |Outer| SUM
1 1014 909 14.5 9-10 NE]
2 1032 927 14 9-10 NE]
3 1021 914 14 9-10 NE]
4
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standards and requirements;

9. WGLMEEYRERERNEY; EERERY, SWERKEISKAHERE. If there anything wrong, please keep the goods properly and notify us in time; If the quality is

not up to the standard please send us written notes within 15 days after reception.
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Wuxi Beilai Tube Co., LTD

NO. :BL/QR16-54
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INSPECTION CERTIFICATE

Wak: YLZp8 0w T a2 L DX ERPFERER B LMK G X 57 LU AL ER 805
ADD: No. 88, Jinshanlu, Xinan Industrial Park QianQiao
Town, Huishan District Wuxi City, Jiangsu PRC

TEL: (0510) 83212741

FAX: (0510) 83200935
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Orderer License No. Heat Treatment Delivery Condition
=3 4% (mm) fpr 2 e PN D ARE L £ ¥ Mﬁww ¥ Bi4n Chemical Composition (%)
=2 Size Heat No. Lot No. Grade Bundle Piece Weight i Si Mn P S Cr Ni Cu Mo v Al Ti B
1 | 89. 5%5. 8%6100 24711544 B2410108-01 | 30CrMo-T 4 99 7355 0.2910.221 0.52 | 0.012 | 0.002 | 0.97 | 0.04 | 0.03 | 0.15 | 0.0054 0.0056 | 0. 0004
2 | 89.5%5. 8%6100 24711544 B2410108-02 | 30CrMo-T 6 140 10420 ] 0.29 ) 0.22| 0.52 | 0.012 | 0.002 | 0.97 | 0.04 | 0.03 | 0.15 | 0.0054 0.0056 | 0. 0004
3 | 89. 5%5. 8%6100 24711544 B2410108-03 | 30CrMo-T 6 180 13380 | 0.29 ] 0.22| 0.52 | 0.012 | 0.002 | 0.97 | 0.04 | 0.03 | 0.15 | 0.0054 0.0056 | 0. 0004
4 | 89. 5%5. 8%6100 24711544 B2410108-04 | 30CrMo-T 1 30 2230 0.2910.22| 0.52°1 0.012 | 0.002 | 0.97 ] 0.04 | 0.03 | 0.15 | 0.0054 0.0056 | 0. 0004
5
F F1% 44 fE Mechanical Properties T ZMfE Technology Properties B
FRPA-HE  CGREH 20m) o R o |EERE 4 Depth of
| Tensile Test (L) at RT &EWWQW%.%AW@». dinal) (D) > & BERE o | Em | Zib a&mﬁﬁﬁ 1 Oxidation (mm)
| (Strip Specimen 20mm) est (Longitudina Harde o Corrodion
2 [JiRmERY Wpa] mEE RO 2 o EMFEN Pkl WRER | BEC . . . s I ow o] ew
) Flaring| Plattening | Bending : Metallographic
Tensile Strength | Yield Strength |Elongation Impact Value Size (mm) Temp. HRC g/m’ Xh Size Inner |Outer| SUM
1 1064 949 14 9-10 N E]
2 1048 921 14.5 9-10 S[=]
3 1025 904 14.5 9-10 NE]
4 1056 936 14 9-10 S|
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M. 1. ZIEAAEFFIER, BEEERERERRR, HAFEIRMEMER We hereby certify that the products listed in this form are m¥u

standards and requirements;

9. WG LHEKBEYZERSRNEN; TERRFN, SBERKREISKNBIERE. If there anything wrong, please keep the goods properly and notify us in time; If the quality is

not up to the standard please send us written notes within 15 days after reception.

Fl £ Date: 2024.12.04
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Wuxi Beilai Tube Co., LTD

NO. :BL/QR16-54
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ADD: No. 88, Jinshanlu, Xinan Industrial Park QianQiao
Town, Huishan District Wuxi City, Jiangsu PRC

TEL: (0510) 83212741  FAX: (0510) 83200935

mawsamw% and requirements;

2. WHZHEEVMZERERMEN HHERERN FEERREISRABERH.

If there anything wrong, please keep the goods properly and notify us

not up to the standard please send us written notes within 15 days after reception.

H#J Date: 2024.12.09
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| Orderer BB R R & A IR A License No. ks Heat Treatment HKAEK Delivery Condition Gl
=3 1 (mm) ) e we/m% | E% ¥ ¥ mmmw WA Chemical Composition (%)
52 Size Heat No. Lot No. Grade Bundle Piece Weight C Si Mn P S Cr Ni Cu Mo % Al j i B
1 | 70. 5%5. 2%30501% 24109906 B2408563-06 | 30CrMo-T 5 200 10235 | 0.30 | 0.20 | 0.54 0.015 ] 0.002 | 0.98 1 0.03 | 0.03 | 0.16 | 0.0046 0.0051] 0. 0004
2 | 70.5%5, 2%30501% R 24109906 B2408563-08 | 30CrMo-T 2 80 4105 0.30 1 0.20 | 0.54 0.015 | 0.002 | 0.98 1 0.03 | 0.03 | 0.16 | 0.0046 0.0051{ 0. 0004
3 | 70. 545. 2%3050£% R 24109906 B2408563-09 | 30CrMo-T 3 86 4410 0.30] 0.20 | 0.54 0.015 | 0.002 | 0.98 1 0.03 | 0.03 | 0.16 | 0.0046 0.0051 ] 0. 0004
4 | 70. 5%5, 230504 R 24109906 B2408563-10 | 30CrMo-T 4 144 7390 0.301 0.20] 0.54 | 0.015 | 0.002 | 0.98 ] 0.03 | 0.03 | 0.16 } 0.0046 0.0051 | 0. 0004
5 | 70. 5%5. 2%30501% R 24109906 B2408563-11 | 30CrMo-T 1 16 820 0.30] 0.20 | 0.54 0.015 | 0.002 | 0.98 ] 0.03 | 0.03 | 0.16 | 0.0046 0.0051 | 0. 0004
F F1% R Mechanical Properties T 248t Technology Properties BRE
FRPAF-H A (%FEFE 20mm) 1] R e m*.ﬂw 4 H Depth of
Tensile Test(L) at RT &@W_&,\W%mﬂwwp dinal) ¥ 2R o | Eemo | mm | WESER T Bt i )
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£ [GUREREERY MPa| BmmmERo0. 2 o] FEAHZEA% Wt ReER | BETC : . : B el A ow | s ] en
i Flaring| Flattening | Bending : Metallographic
Tensile Strength | Yield Strength |Elongation Impact Value Size (mm) Temp. HRC g/m’' Xh Size Inner | Outer| SUM
1 1025 920 14 9-10 Sa]
2 1008 894 14.5 9-10 N E]
3 1039 931 14 9-10 NE]
4 1015 911 14.5 9-10 NE]
5 1027 924 14
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in time; If the quality is




